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Abstract
To compare the 1-year clinical performance of lithium disilicate and resin composite CAD/CAM onlay restorations. Twenty 
patients that required two restorations in posterior teeth, with at least one cusp to be covered, received two onlays. One 
was made with IPS e.max CAD (Ivoclar-Vivadent) and the other with Lava Ultimate (3M Oral Care). Two blind observers 
evaluated the restorations at baseline and 1 year after the onlays were cemented, according to FDI criteria. At each recall, 
digital photographs, bite-wing radiographs and impressions of the restorations were taken for SEM evaluation of the inter-
face. Results were analyzed by Mann–Whitney U and Wilcoxon tests (p < 0.05). At baseline and in the 1-year recall, both 
CAD/CAM materials exhibited excellent results in most criteria with similar esthetic, functional and biological properties 
(p > 0.05). However, deterioration in surface lustre (p = 0.020) and color match/translucency (p = 0.039) were detected for 
IPS e.max CAD onlays after 1-year. Under SEM evaluation, there were no statistically differences in micromorphological 
criteria at baseline nor after a year between IPS e.max CAD and Lava Ultimate onlays. Conclusion: After 1 year of clini-
cal service IPS e.max CAD and Lava Ultimate onlays showed a similar clinical performance that needs to be confirmed in 
long-term evaluations.
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Introduction

The choice of the most suitable technique and material to 
restore large cavities due to caries or defective restorations 
in posterior teeth still generates doubts among clinicians, 
particularly when the cusps are weakened [1, 2]. To obtain 
an optimal occlusal anatomy and, especially, proximal con-
tour and contact points, indirect partial coverage restorations 
are preferred [2, 3]. Moreover, indirect restorative materials 
have been considered to exhibit improved mechanical prop-
erties with a better resistance to fracture and wear [4]. This 
is of paramount relevance as the main reason for failure of 
these onlay restorations is fracture [1, 5, 6].

Nowadays, indirect restorations are preferably made of 
esthetic materials with CAD/CAM technology as it is less 
time-consuming, technique sensitive and unpredictable than 

the traditional methods for ceramic and resin composite 
fabrication [3]. Moreover, industrially fabricated blocks are 
more homogeneous, present a decrease in flaws and pores 
and a higher reliability than hand-built materials [7, 8].

According to their chemical composition, clinicians are 
able to choose CAD/CAM blocks of ceramics or high-den-
sity polymers, and for the latter, two classes can be identi-
fied, composite CAD/CAM blocks with dispersed fillers and 
PICN materials (Polymer Infiltrated Ceramic Network) [3].

Ceramic onlays CAD/CAM produced have demon-
strated to be a successful alternative to restore large defects, 
from the first CAD/CAM blocks made with feldespathic 
ceramics (Vita™ Mark I and II) [9–11] to the following 
systems made with leucite-reinforced ceramics (ProCAD™ 
and its evolution Empress™ CAD) [12, 13], with a 5-year 
survival rate of 90.9% [14].

In 2006, IPS e.max CAD, a milling lithium disilicate-
reinforced ceramic, was introduced as a chair-side mono-
lithic restorative material exhibiting a higher flexural 
strength than previous leucite-reinforced ceramics. This 
material has a high crystalline content of up to 70 vol% in 
glassy matrix and it has the particularity of crystallize in 
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two stages, as it is milled as lithium metasilicate and needs 
a heating process under vacuum to obtain the final structure 
constituted by finer lithium disilicate crystals [15]. However, 
limited information is available regarding the performance 
of partial posterior restorations fabricated with this material 
[16, 17] reporting high expected lifetime without significant 
differences in survival with Empress CAD [16].

CAD/CAM resin composite blocks are an attractive 
choice as they have improved their mechanical properties 
with an adequate wear resistance, due to a higher degree 
of conversion and filler content, their chemical stability, 
biological properties and long-term performance probabil-
ity [7, 18–22]. Lava Ultimate CAD/CAM Restorative (3M 
Oral Care, St. Paul, MN, USA) is considered the pioneer of 
this group and can be described as a nano-particulate pre-
polymerized resin composite that contains a filler mixture of 
4–11 nm zirconia and 20 nm silica nanoparticles agglomer-
ated into clusters with a total filler content of 79 wt% [23]. 
These nanoparticles are treated with a silane-coupling agent 
that bonds the filler surface to the highly cross-linked poly-
mer matrix [24]. Therefore, its composition is similar to 
Filtek Supreme XTE (3M Oral Care) with a polymeriza-
tion process under standardized high pressure and tempera-
ture that leads to a highly homogeneous internal structure 
[18]. The origin of Lava Ultimate blocks is another CAD/
CAM resin composite material with dispersed fillers, also 
very similar to direct resin composite Z100 (3M Oral Care), 
named Paradigm MZ100 block, with a reported 10-year sur-
vival rate of 79.4% [25].

Both materials, IPS e.max CAD and Lava Ultimate, 
exhibit different properties that are consequence of their 
distinct chemical composition and have been analyzed in 
in vitro studies. IPS e.max CAD ceramic restorations offer 
excellent and stable esthetic properties [26, 27]. They also 
exhibit higher fracture toughness [15], flexural strength [28] 
and hardness than Lava Ultimate [29]; therefore, IPS e.max 
CAD restorations better resist their abrasion although it may 
induce wear of the antagonist tooth [18, 30, 31]. By contrast, 
indirect composites show an elastic modulus closer to dentin 
than ceramics and the property of absorbing masticatory 
forces [32, 33], exhibiting a higher damage tolerance with a 
lower tendency to marginal chipping, and smoother milled 
margins [34, 35]. Moreover, the resulting lower cost, added 
to the absence of any firing procedure, makes CAD/CAM 
resin composite materials very attractive, and they are easier 
to mill [8] and to repair in case of failure, not requiring the 
intraoral use of hydrofluoric acid [36].

Despite these differences revealed by in vitro studies, 
there is no clinical evidence that supports the selection of a 
ceramic material over resin composite indirect restorations 
[37, 38]. The information regarding their clinical perfor-
mance is limited [17, 39, 40], and to the knowledge of the 
authors, these two materials for CAD/CAM machining, IPS 

e.max CAD and Lava Ultimate, have not been compared in 
a clinical situation.

Thereupon, the aim of the present study was to compare 
the clinical performance after 1 year of onlays fabricated 
either with IPS e.max CAD (Ivoclar-Vivadent) or Lava 
Ultimate (3M Oral Care) according to FDI World Dental 
Federation criteria [41]. The null hypothesis was that both 
materials exhibit a similar clinical performance after 1 year 
of clinical use.

Materials and methods

Study group

This randomized clinical trial was performed in the dental 
clinic of the Fundación Rey Juan Carlos University. Once 
the Ethics Committee of this Institution approved the proto-
col and the consent form, 36 volunteers were recruited. All 
procedures performed in this study involving human par-
ticipants were in accordance with the ethical standards of 
the Rey Juan Carlos University and with the 1964 Helsinki 
declaration and its later amendments or comparable ethical 
standards.

These patients were in need of two restorations in pos-
terior teeth that required at least one cusp to be covered. 
Moreover, the following inclusion criteria were also met: 
good level of oral hygiene, vital teeth, absence of pain in 
the tooth to be restored, antagonist tooth present, possible 
isolation with rubber dam and cavo-surface margins of the 
dental preparation in enamel. The specific exclusion criteria 
were the following: patients with severe systemic diseases 
or allergies, chronic use of anti-inflammatory, analgesic and 
psychotropic drugs, allergy to composite resins and/or the 
adhesive system, pregnancy or breast feeding, uncontrolled 
caries or active periodontal disease. As all the patients did 
not meet the inclusion criteria, twenty healthy adult patients 
(15 male/5 female) were selected, with ages ranging from 
21 to 69 years (average of 45 years) and signed the written 
informed consent. Each patient received two onlay restora-
tions fabricated with CAD/CAM blocks, one made by lith-
ium disilicate IPS e.max CAD ceramic (Ivoclar-Vivadent) 
and the other by the resin composite Lava Ultimate CAD/
CAM Restorative (3M Oral Care). The technical informa-
tion of both materials is described in Table 1. Bitewing 
radiographs of the teeth to be restored were taken before 
the treatment, after indirect restoration luting, and in subse-
quent recalls. Digital clinical photographs were taken with 
a Canon EOS 400D camera with a Canon 100 mm lens, ISO 
200, F20 and ring flash in manual mode ¼ (Canon, Tokyo, 
Japan).
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Restorative procedure

Build‑up

Failed restorations or primary caries of selected teeth were 
removed. At that moment, a decision was made regarding 
which cusps had to be covered during tooth preparation by 
means of measuring the base of the cusp with a caliper [42]. 
All operative procedures were performed with rubber dam 
isolation. Cavities were restored using Scotchbond Universal 
Adhesive (3M Oral Care), after selective enamel etching 
(Scotchbond Universal Etchant, 3M Oral Care), and the resin 
composite Filtek Supreme XTE shade A3 body (3M Oral 
Care). All materials were applied following manufacturer´s 
instructions. The composite was incrementally placed in 
2 mm-thick layers and each layer was light-cured for 40 s 
(Elipar S10, 1200 mW/cm2, 3M Oral Care). After rubber 
dam removal, occlusal contacts were checked using a 40 µm 
articulating paper (Occlusionspapier, Bausch, Nashua, 
NH, USA). Finishing and polishing procedures were accom-
plished with coarse diamond burs (ref. 379UF.314.023, 
Komet, Brasseler GmbH, Lemgo, Germany) under water-
cooling and polishing points (Astropol, Ivoclar-Vivadent). 
Finally, an impression was taken using a putty consistency 
polyvinylsiloxane material (Express STD Putty, 3M Oral 
Care) to perform the future temporary restoration.

Tooth preparation

All cavities were prepared according to the accepted prin-
ciples for adhesive onlays [42]: cavity walls flared 6°–12°, 
isthmus minimum 1.5 mm width, internal lines and point 
angles rounded, pulpal floor shaped to allow an occlusal 
thickness of the indirect restorations of at least 1.5–2.0 mm 
and non-working and working cusps covered with at least 
1.5 mm and 2 mm of restorative material, respectively.

The proper cavity form was prepared with slight taper dia-
mond burs (ref. 845KR314025 and 8845KR314025, Komet), 
and finished with a fine diamond bur (ref. 845KREF314025, 
Komet), polishing disks (SofLex, 3M Oral Care), rubber 
points (Astropol) and finally brushed with slurry pumice.

Each tooth was randomly assigned (coin toss) to be 
restored with one of the two CAD/CAM materials: lithium 
disilicate IPS e.max CAD ceramic (Ivoclar-Vivadent) or 
resin composite Lava Ultimate (3M Oral Care).

In both cases, full-arch impressions were taken in one 
step with high and low-viscosity addition polyvinylsiloxane 
materials (Express 2 Penta H and Express 2 Light Body, 
3M Oral Care). Bite registration was recorded with Imprint 
Bite Registration Material (3M Oral Care) and opposite arch 
impressions were taken with alginate (Palgat Plus, 3M Oral 
Care). Tooth color was registered using the Classic Vita 
guide (VITA, Bad Säckingen, Germany) and also intraoral 
photographs were made.

Bis-acryl provisional restorations were made (Protemp 
4, shade A3, 3M Oral Care) and luted with an eugenol-free 
temporary cement (RelyX Temp NE, 3M Oral Care).

The restorations were designed and milled using the MC 
L Compact Milling Unit (Dentsply Sirona Inc, Long Island 
City, NY, USA) by the same dental technician strictly fol-
lowing manufacturer´s instructions.

Onlay luting

All onlays were definitively cemented within 2 weeks after 
the impression taking according to the procedure described 
ahead.

The provisional restorations were removed and onlays 
were tried-in to check proximal contacts and marginal fit. 
Then, all adhesive surfaces of the indirect restorations were 
prepared following manufacturers´ instructions.

The internal surface of Lava Ultimate restorations was 
sandblasted with 30 µm silica-coated particles (Cojet Sand; 
3M Oral Care) for 20 s, at a pressure of 2 bar from a distance 
of 2 cm and subsequently cleaned with water, alcohol and 
dried. Then, a thin layer of Scotchbond Universal adhesive 
was applied and air-dried. In the case of IPS e.max CAD 
restorations, the internal onlay surface was etched with 
4.9% hydrofluoric acid (IPS Ceramic Etching Gel, Ivoclar-
Vivadent) for 20 s, then sprayed with water for 20 s and 
air-dried for 5 s and also, a thin layer of Universal adhesive 
was applied and air-dried.

Table 1  Technical information 
of the CAD/CAM blocks used 
in the clinical study

Bis-GMA bisphenol-A glycidyl methacrylate, UDMA urethane dimethacrylate, Bis-EMA ethoxylated bis-
phenol-A glycol dimethacrylate, TEGDMA triethylene glycol dimethacrylate

Material (manufacturer) Type Composition

IPS e.max CAD (Ivoclar-
Vivadent, Liechtenstein)

Lithium disilicate-
reinforced ceramic

57–80 wt%  SiO2, 11–19 wt%  Li2O, other oxides

Lava Ultimate Restorative 
for CEREC (3M Oral 
Care, USA)

Resin composite 80 wt% nanoceramic fillers: Nonaggregated:  ZrO2 
4–11 nm,  SiO2 20 nm, and aggregated  ZrO2/  SiO2 
cluster

Bis-GMA, UDMA, Bis-EMA, TEGDMA
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The operative field was isolated with rubber dam and 
the prepared teeth were cleaned with prophylaxis brush 
and pumice slurry. The composite resin cavities were also 
sandblasted with silica-coated particles (Cojet Sand), sub-
sequently enamel margins were etched using 32% phos-
phoric acid for 30 s (Scotchbond Universal Etchant), water 
rinsed and dried. Then, Scotchbond Universal Adhesive was 
applied and rubbed for 20 s, gently air-dried for approxi-
mately 5 s and light cured for 10 s (Elipar S10).

For luting, the dual-cure resin cement RelyX Ultimate, 
translucent shade (3M Oral Care) was used according to 
manufacturer’s instructions. Once the excess was removed 
with a microbrush and dental floss, each onlay interface 
(occlusal, buccal and palatal or lingual) was light-cured for 
60 s (Elipar S10). After rubber dam removal, occlusion was 
adjusted using fine-grit diamond burs (ref. 379UF.314.023, 
Komet). The ceramic and composite onlays were finally 
polished with specific ceramic polishing points (Polierset 
Keramik, Komet) and composite polishing points (Astropol), 
respectively.

Clinical evaluation of the restorations

Patients were revised 7 days and 1 year after the onlays 
were cemented. Two experienced and calibrated clinicians 
(LC and MVF) evaluated the restorations at each recall 
according to the FDI clinical criteria: esthetic, functional 
and biological properties [41]. To eliminate bias, the assess-
ment was performed with a double-blind design in which the 
two clinicians did not have preliminary information about 
the type of restoration they were examining. In case of disa-
greement during an evaluation, the ultimate decision was 
made by common consensus between the two examiners. 
At each recall, digital photographs and bitewing radiographs 
were made.

Scanning electron microscopic analysis (SEM)

Impressions of restorations were taken at baseline and in 
1-year recall, using high- and low-viscosity additional poly-
vinylsiloxane materials (Express 2 Penta H and Express 2 
Light Body) to obtain epoxy resin replicas (Epothin Epoxy 
Resin, Buehler, Lake Bluff, IL, USA). Forty casts in total 
were prepared for SEM evaluation to illustrate morphologi-
cal changes at the tooth-onlay interface over time. The mor-
phological characteristics evaluated were marginal integrity, 
negative ledge, excess of material, marginal fracture and 
other imperfections according to Boeckler et al. [43]. The 
replicas were mounted on aluminum stubs, sputter-coated 
with gold, and examined under SEM, at different magnifica-
tions, 50 and 200X (Phillips XL30 ESEM, FEI Company, 
Hillsboro, Oregon, OR, USA).

Statistical analysis

The Mann–Whitney U non-parametric test was used to 
examine statistical differences between clinical performance 
of both CAD/CAM indirect restorations (IPS e.max CAD 
and Lava Ultimate), according to FDI criteria at baseline 
and at 1-year recall, as well as microphological changes 
in the adhesive interface. Wilcoxon signed-rank test was 
applied for each material to individually examine the dif-
ference between the results of the baseline and 1-year for 
each criterion. The level of significance was set at α < 0.05. 
The software used was IBM SPSS 22 (IBM Corporation, 
Armonk, NY, USA).

Results

A total of 40 indirect restorations, half corresponding to each 
CAD/CAM restorative material, were placed in 20 patients, 
and they were all evaluated at the baseline and at 1-year 
recall (Fig. 1). The results registered for each clinical cri-
terion accordingly to the FDI evaluation are described in 
Table 2.

Assessed for eligibility (n=36)

Excluded (n= 16)
– Not meeting inclusion criteria (n= 6)
– Declined to participate (n= 5)
- Missed the appointment (n=5)

Baseline allocated to Lava 
Ultimate Restorative

(np= 20; nr= 20)

Randomized (np=20; nr= 40)

Baseline allocated to IPS 
e.max CAD

(np= 20; nr= 20)

Recall at 1 year
(np= 20; nr= 20)

Recall at 1 year
(np= 20; nr= 20)

Fig. 1  Flow chart. np number of patients, nr number of restorations
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Table 2  Percentage (%) of evaluated restorations for IPS e.max CAD and Lava Ultimate, classified according to FDI criteria at baseline and 
1-year follow-up

a A score from 1 to 5 is given for each criterion: score 1, clinically very good; score 2, clinically good; score 3, clinically sufficient; score 4, clini-
cally unsatisfactory; score 5, clinically poor. Scores 1–3 show clinically acceptable restoration, while scores 4 and 5 indicate failure
b Four of the restorations were placed in the distal surface of molars without adjacent teeth

At  baselinea 1 year follow-upa

IPS e.max CAD 
(1/2/3/4/5)

Lava Ultimate 
(1/2/3/4/5)

IPS e.max CAD 
(1/2/3/4/5)

Lava Ultimate 
(1/2/3/4/5)

 Esthetic properties
Surface lustre 40/40/20/0/0 20/55/25/0/0 25/35/40/0/0 10/40/50/0/0
Surface staining 100/0/0/0/0 100/0/0/0/0 95/5/0/0/0 90/10/0/0/0
Marginal staining 100/0/0/0/0 100/0/0/0/0 85/10/5/0/0 85/10/5/0/0
Colour match and translucency 45/35/20/0/0 45/5/50/0/0 25/45/30/0/0 25/15/60/0/0
Functional properties
Anatomical form 50/30/20/0/0 45/40/15/0/0 30/50/20/0/0 30/40/30/0/0
Fracture and retention 100/0/0/0/0 100/0/0/0/0 95/0/5/0/0 100/0/0/0/0
Marginal adaptation 100/0/0/0/0 100/0/0/0/0 90/10/0/0/0 90/10/0/0/0
Occlusal contour and wear qualitatively 100/0/0/0/0 100/0/0/0/0 100/0/0/0/0 100/0/0/0/0
Occlusal contour and wear quantitatively 100/0/0/0/0 100/0/0/0/0 100/0/0/0/0 95/5/0/0/0
Approximal anatomical form contact point 95/5/0/0/0 75/5/0/0/0b 80/10/10/0/0 60/10/10/0/0b

Approximal anatomical form contour 100/0/0/0/0 95/5/0/0/0 80/20/10/0/0 85/10/5/0/0
Radiographic examination (when applicable) 85/5/10/0/0 90/10/0/0/0 85/5/10/0/0 90/10/0/0/0
Patient’s view 95/5/0/0/0 95/5/0/0/0 100/0/0/0/0 95/5/0/0/0
Biological properties
Postoperative (hyper-) sensitivity and tooth vitality 70/25/5/0/0 85/15/0/0/0 95/5/0/0/0 95/5/0/0/0
Recurrence of caries, erosion, abfraction 100/0/0/0/0 100/0/0/0/0 100/0/0/0/0 100/0/0/0/0
Tooth integrity 100/0/0/0/0 100/0/0/0/0 100/0/0/0/0 95/5/0/0/0
Periodontal response (always compared to reference tooth) 90/10/0/0/0 90/5/5/0/0 95/5/0/0/0 100/0/0/0/0
Adjacent mucosa 100/0/0/0/0 100/0/0/0/0 100/0/0/0/0 100/0/0/0/0
Oral and general health 100/0/0/0/0 100/0/0/0/0 100/0/0/0/0 100/0/0/0/0

Fig. 2  Clinical images of first mandibular molars restored with IPS e.max CAD onlays (a baseline and b 1-year evaluation) and Lava Ultimate 
onlays (c baseline and d 1-year evaluation)
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Comparison of the performance of both CAD/CAM 
indirect restorative materials

At baseline and in the 1-year recall, ceramic and composite 
CAD/CAM onlays exhibited similar esthetic, functional and 
biological properties (p > 0.05), with mainly excellent results 
in most of clinical criteria according to FDI (Fig. 2). Only 
the esthetic properties surface lustre, color match/translu-
cency, and esthetic anatomical form were rated also as clini-
cally good or clinically sufficient in both recalls and for both 
restorative materials (Fig. 2).

At baseline, the lustre of 80% of the IPS e.max CAD res-
torations was comparable to enamel (excellent) or slightly 
dull (Fig. 2a), as it was not noticeable from speaking dis-
tance (good), while 55% were rated clinically good for Lava 
Ultimate, being the rest excellent or clinically satisfactory, 
as the surface was dull but acceptable if covered with saliva 
(Fig. 2c).

Regarding color match and translucency, at baseline, 
approximately half of the restorations fabricated with either 
IPS e.max CAD or Lava Ultimate were considered excellent, 
with no difference in shade or translucency in comparison 
with the restored teeth. The rest of the restorations per-
formed with the ceramic material exhibited minor deviation 
in shade and/or translucency (35%), and in four restorations 
(20%), the esthetic deviation from the tooth was evident 
(three were brighter and one was more opaque). However, 
the other half of the CAD/CAM composite restorations was 
rated clinically satisfactory as the esthetic deviation was evi-
dent but acceptable (six were brighter, three were darker and 
one more opaque).

The esthetic anatomical form of half of the restorations 
performed with IPS e.max CAD and Lava Ultimate was 
rated as clinically excellent and the form of the rest exhibited 
slight deviations from the normal (good) or was esthetically 
acceptable (satisfactory) (Fig. 2a, c).

In four cases, the approximal contact point could not be 
evaluated as the restorations included the distal surface of 
teeth without adjacent. Regarding the radiographic examina-
tion, most of the IPS e.max CAD onlays (85%) exhibited a 
harmonious transition with the tooth. In the margin of one 
restoration (5%), there was an acceptable material excess 
and two cases (10%) were considered clinically sufficient, 
as a negative step < 250 µm was detected in one case, and 
in the other, the radiopacity of the luting cement was poor. 
The margins of the Lava Ultimate onlays were radiographi-
cally very good for 90% of the restorations, and in two cases 
(10%), a negative step < 150 µm was also observed. The 
radiographic examination 1 year later showed the same 
results.

Moreover, patients reported minor postoperative hyper-
sensitivity for five IPS e.max CAD restorations and for three 
made with Lava Ultimate.

In the 1-year recall, the surface lustre was slightly dull 
(Fig. 2b), or dull but acceptable for 75% of the IPS e.max 
CAD restorations, being rated dull but acceptable 50% of the 
Lava Ultimate onlays, 40% slightly dull, and 10% remained 
with a lustre comparable to enamel (Fig. 2d). For color 
match and translucency, 25% of the restorations performed 
with both restorative materials were rated as excellent. Most 
of the IPS e.max CAD restorations presented minor devia-
tions in shade or translucency (45%) and for the rest, the 
deviation was evident (three were more opaque and three 
were brighter). In the case of Lava Ultimate onlays, 60% 
were clinically satisfactory (seven restorations were brighter 
and five more opaque) and the rest (15%) were clinically 
good.

Regarding the esthetic anatomical form, it remained 
excellent for 30% of the restorations performed with both 
materials, being rated most of the rest as clinically good 
because of slight deviations from the normal form.

Baseline versus 1‑year evaluation for each CAD/CAM 
indirect restorative material

The onlay restorations performed with both CAD/CAM 
materials exhibited a deterioration in the esthetic properties 
after 1 year of clinical service without statistical significance 
(Fig. 2), except for the parameters surface lustre (p = 0.020) 
and color match/translucency (p = 0.039), in the case of 
IPS e.max CAD onlays. An example of this deterioration 
is marginal staining that in the baseline was excellent for 
all restorations, and 1 year later, two restorations performed 
with both, IPS e.max CAD and Lava Ultimate, presented 
minor marginal staining and for one of each material, it was 
considered moderate.

The functional properties also suffered a worsening of 
the assessed indices without statistical relevance. In the 
1-year recall, one IPS e.max CAD restoration in one first 
lower molar presented chipping in the marginal bridge 

Fig. 3  IPS e.max CAD onlay restoration in a lower molar with chip-
ping in the marginal ridge
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being rated as clinically good (Fig. 3). Material adaptation 
criterion changed from excellent for 100% of the restora-
tions into 90% with two restorations that were rated clini-
cally good for both materials. The approximal anatomical 
form contour and contact point also showed a deteriora-
tion in the scores, although without statistically significant 
differences.

Meanwhile, biological properties, in particular post-
operative hypersensitivity was reduced 1 year later, with 
only one case rated as clinically good and not excellent for 
both CAD/CAM materials. For periodontal response crite-
rion, the scores improved, being excellent for 95% of the IPS 
e.max CAD restorations and for all Lava Ultimate onlays.

SEM results

The outcomes of the SEM margin analysis are displayed in 
Table 3 and representative images are shown in Fig. 4. There 
were no statistically significant differences in micromorpho-
logical criteria at baseline and after a year between IPS e.max 
CAD and Lava Ultimate onlays. At baseline, most of indirect 
restorations exhibited perfect margins (90% for IPS e.max 
CAD and 85% for Lava Ultimate), no excess of material (90% 
for IPS e.max CAD and 75% for Lava Ultimate) and no nega-
tive marginal ledge (80% for IPS e.max CAD and 85% for 
Lava Ultimate). Both types of restorations showed imperfec-
tions in some areas. The main flaws were remnants of adhe-
sive and cement that did not exceed 30% of the analyzed area.

Table 3  SEM results expressed in % for IPS e.max CAD and Lava Ultimate at baseline and 1 year follow-up

Same lower case letters in rows mean no statistically differences for each criterion evaluated between baseline and 1 year follow-up for IPS 
e.max CAD restorations. Same capital letters in rows mean no statistically differences for each criterion evaluated between baseline and 1 year 
follow-up for Lava Ultimate restorations

IPS e.max CAD Lava Ultimate

Baseline 1 year follow-up Baseline 1 year 
follow-
up

Marginal integrity a b A A
0 Perfect margin 90 55 85 60
1 Local marginal irregularities, at least 2/3 of the margin is perfect 10 20 15 30
2 1/3 to 2/3 of the margin is perfect 0 15 0 10
3 Less than 1/3 of the margin is perfect 0 5 0 0
Excess of material a a A A
0 No excess material 90 80 75 85
1 Excess material up to 1/3 of the circumference 5 10 5 10
2 Excess material from 1/3 to 2/3 of the circumference 5 5 10 5
3 More than 2/3 of the circumference with excess material 0 0 10 0
No available 0 5 0 0
Marginal fracture a a A A
0 No marginal fracture 100 95 100 100
1 Marginal fractures less than 1/3 of the circumference 0 0 0 0
2 Marginal fractures from 1/3 to 2/3 of the circumference 0 5 0 0
3 More than 2/3 of the circumference with marginal fractures 0 0 0 0
Negative marginal ledge a b A B
0 No ledge 80 40 85 40
1 Ledge less than 1/3 of the circumference 15 5 10 10
2 Ledge from 1/3 to 2/3 of the circumference 0 10 5 10
3 More than 2/3 of the circumference with ledge 0 45 0 40
No available 5 0 0 0
Other restoration imperfections a b A B
0 No imperfections 65 100 75 95
1 Imperfection less than 1/3 of the circumference 30 0 20 0
2 Imperfections from 1/3 to 2/3 of the circumference 0 0 5 0
3 More than 2/3 of the circumference with imperfections 0 0 0 0
No available 5 0 5 5



266 Odontology (2021) 109:259–270

1 3

After 1 year, the deterioration of the margins for both 
CAD/CAM restorations was evident. The percentage of per-
fect margins was lower as irregularities were often detected 
for both types of restorations and they showed negative mar-
ginal ledge that affected an extensive portion of the interface 
observed.

The comparison of micromorphological criteria between 
baseline and 1-year recall revealed that the percentage of res-
torations with excellent marginal adaptation decreased after 
1 year, this deterioration only being statistically significant 
for IPS e.max CAD (p = 0.016). Also, a significant increase 
in negative marginal ledge was detected for both CAD/CAM 
materials (p = 0.002 for IPS e.max CAD and p = 0.003 for 
Lava Ultimate). Regarding other imperfections, the scores 
significantly improved for both materials due to the wear of 
resin cement and adhesive remnants after 1 year of clinical 
use (p = 0.011 for IPS e.max CAD and p = 0.034 for Lava 
Ultimate).

Discussion

The results of the present study confirm that there are no 
significant differences in the esthetic, functional and biologi-
cal performance of onlays fabricated with IPS e.max CAD 
or Lava Ultimate after 1 year, being the clinical success rate 
for both materials 100%. To the best of our knowledge, no 
study has compared them previously and few studies have 
evaluated separately both CAD/CAM materials for onlays 
restorations. There is only one clinical report of Lava Ulti-
mate CAD/CAM Restorative used for partial crowns that 
determined a clinical success rate of 95.0% after 12 months 
and of 85.7% after 24 months [39]. And also, only one 
study evaluated IPS e.max CAD onlay restorations placed by 
third- and fourth-year dental students, with an estimated sur-
vival rate of 96.3% after 2 years and 91.5% at 4 years [17].

Therefore, the present study does not contribute to 
evince  differences in the clinical performance of both 
CAD/CAM materials that would justify the selection of one 

material over the other for onlay restorations, in accordance 
to other reports [37, 44]. Of course, a main limitation is 
the short follow-up as differences between both CAD/CAM 
materials may become significant after a longer period of 
clinical service. However, other studies have detected signif-
icant changes in color match, inlay integrity [45] or marginal 
integrity [46], as well as major failures due to debonding 
[46], secondary caries and restoration fracture [47], after 
1-year evaluation.

There are several factors related to the patient that influ-
ence restoration survival, such as caries risk and occlusal 
loads [5, 17, 48–50], and also the clinician skills play a rel-
evant role [17]. Therefore, to limit the effect of these varia-
bles, both materials were placed in the same patient and only 
one operator performed all the clinical procedures. Moreo-
ver, the chance of failure of partial indirect restorations in 
posterior teeth is higher for endodontically treated teeth in 
comparison with vital teeth [44] and also the presence of 
enamel in the cavo-superficial margin has been described as 
a risk factor for onlay survival [5]. Accordingly, only vital 
teeth with the outline above the cementum–enamel junction 
were recruited, hindering the selection of patients for the 
present clinical research. These favorable conditions may 
reduce clinical failures; however, these potential failures 
might not have been related to the choice of CAD/CAM 
material for indirect restoration. Nevertheless, patients with 
facets of wear and heavy occlusal factors were not excluded 
as this condition can affect the clinical behavior of both 
CAD/CAM restorative materials.

The comparison between onlay restorations fabricated 
with IPS e.max CAD or Lava Ultimate at baseline and in the 
1-year recall, revealed no differences in esthetic, functional 
and biological properties (Fig. 2). However, both materials 
exhibited a worsening after 1 year that was only significant 
for lustre and color match/translucency parameters in IPS 
e.max CAD restorations.

This worsening in the lustre scores could be due to the 
loss of the glaze in some IPS e.max CAD onlays after 
occlusion adjustments once they were luted. This glazing 

Fig. 4  Representative SEM images of the tooth-onlay interfaces with both restorative materials, IPS e.max CAD (a baseline and b 1-year evalua-
tion) and Lava Ultimate onlays (c Baseline and d 1-year evaluation)
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procedure has been considered imperative to achieve a 
smooth surface with this ceramic material in comparison 
with Lava Ultimate [51]. Nevertheless, it should be pointed 
out that the surfaces of most of the restorations, regardless 
the material used, were slightly dull or dull but acceptable 
if covered with saliva. This parameter may have a limited 
esthetic relevance as restorations were placed in posterior 
teeth although it could influence the long-term longevity, 
mainly of ceramic materials, due to chipping or fracture [31] 
or affect antagonist wear [30]. Moreover, as the restorations 
were observed after only 1 year of clinical service, the effect 
of brushing or wear by the antagonist on surface gloss was 
limited and may increase in future recalls, as Zimmerman 
et al. [52] reported a significant decrease on this criterion 
for Lava Ultimate partial crowns after 24 months of clinical 
use, in agreement with in vitro reports. This deterioration in 
surface texture has also been described for ceramic materials 
after a long-term evaluation [53].

According to our results, only 45% of the IPS e.max 
CAD and Lava Ultimate onlays showed a good color match 
without differences in shaded and/or translucency with the 
dental structure. This can be attributed to the difficulty to 
reproduce the distinct optical properties of enamel and 
dentin with monolithic materials. However, unlike ante-
rior restorations, the impact of color harmony in the suc-
cess of posterior restorations is limited, and in any case, all 
the onlays were at least rated as clinically satisfactory. No 
differences were detected between both CAD/CAM materi-
als in the baseline nor in the 1-year assessment, although 
a higher percentage of Lava Ultimate onlays exhibited a 
distinct deviation in color match and translucency (50% at 
baseline and 60% in the 1-year recall). The restorations with 
color deviations were mainly brighter than the dental struc-
ture, although for several restorations, it was difficult for the 
evaluators to distinguish if the causative was this parameter 
or an increased opacity. Lava Ultimate onlays were all per-
formed with blocks of the same color and opacity which 
may have hampered the ability to mimic all the teeth to be 
restored. Moreover, the laboratory technician applied a glaze 
to increase the gloss of the restorations, and tints to mimic 
the pits and fissures. This glaze contributed to perceive some 
of them darker in the baseline recall and as it was mostly lost 
1 year later, also a decrease in the translucency of some of 
the restorations was observed.

In the case of IPS e.max CAD onlays, the deterioration 
in color match and translucency was statistically significant 
1 year later. A higher color stability was expected for this 
ceramic material in comparison with Lava Ultimate, as a 
pronounced color change has been reported for the later due 
to staining solutions [27, 54], although the color and translu-
cency parameters after immersion in water seem to be stable 
[55]. The change in the optical properties of this ceramic 
material was attributed also to the loss of the glaze in some 

of the restorations. A recent study has reported that glazing 
increases the translucency of lithium disilicate ceramics and 
also affects the color, becoming darker with a color change 
in the green–yellow direction [56]. Accordingly, in the pre-
sent study, in the 1-year recall, the IPS e.max CAD onlays 
that lost the glaze, and showed a distinct deviation in color 
and translucency, were more opaque and brighter.

Clinically, one of the most important criteria to evaluate 
the success of a restoration is marginal integrity [57]. This 
parameter was rated as excellent at baseline for all restora-
tions fabricated with both materials and decreased to 90% 
in the 1-year recall. This deterioration, still without clini-
cal relevance, can be related with the features detected in 
the micromorphological analysis, as the percentage of per-
fect margins was reduced for both restorative materials and 
negative marginal ledge was observed along the interfaces. 
However, in the baseline analysis, the margins were com-
pletely sealed and covered with remnants of adhesive and 
resin cement, in agreement with Krämer et al. [58]. It will 
be of paramount relevance to observe the marginal adapta-
tion in future recalls to determine if differences between 
both restorative CAD/CAM materials become evident as 
wear or ditching of resin cement has been reported in most 
clinical evaluations of ceramic onlays [10, 17, 59–63]. 
In contrast, interface between indirect resin composites 
and luting cements seems to remain smooth without the 
restricted degradation of the resin cement described for 
ceramic restorations due to their similar mechanical prop-
erties [64].

Previous studies have related defects in marginal adapta-
tion with marginal staining [17, 53]; however, the cases of 
marginal discoloration registered in the presented study in 
the 1-year recall corresponded to patients that smoked or 
had dietary habits that contributed to the marginal staining.

Fracture of the restorative material has been reported as 
the main cause of failure in partial indirect restorations in 
posterior teeth [1, 5, 6, 44], and also for IPS e.max CAD 
[17]. In the present study, a single case of chipping was 
observed in an IPS e.max CAD restoration luted in a lower 
molar without affecting the anatomical shape (Fig. 3). Clini-
cal reports have determined a relevant role of occlusal forces 
in ceramic fractures [16, 53, 65] and consequently, a higher 
risk of failure in molars than in premolars [17, 53]. This is in 
agreement with our findings as the patient presented facets 
of wear in several teeth due to heavy occlusal forces.

In conclusion, both CAD/CAM restorative materials 
evaluated, IPS e.max CAD and Lava Ultimate, exhibited 
a similar clinical performance after 1 year of service with 
promising results according to FDI World Dental Federation 
criteria that need to be confirmed in long-term evaluations.

Acknowledgements The authors thank 3M Oral Care for supplying the 
materials for this study. This study is part of a thesis to be submitted 



268 Odontology (2021) 109:259–270

1 3

in partial fulfillment of the requirements for a doctoral degree of the 
author J.S.

Funding No funding was received to carry out this research.

Compliance with ethical standards 

Conflict of interest The authors declare that they have no conflicts of 
interest at the time this research project was carried out and at the time 
that this manuscript was submitted.

Ethical approval All procedures performed in this study involving 
human participants were in accordance with the ethical standards of 
the Rey Juan Carlos University and with the 1964 Helsinki declaration 
and its later amendments or comparable ethical standards.

Informed consent Informed consent was obtained from all study par-
ticipants.

Open Access This article is licensed under a Creative Commons Attri-
bution 4.0 International License, which permits use, sharing, adapta-
tion, distribution and reproduction in any medium or format, as long 
as you give appropriate credit to the original author(s) and the source, 
provide a link to the Creative Commons licence, and indicate if changes 
were made. The images or other third party material in this article are 
included in the article’s Creative Commons licence, unless indicated 
otherwise in a credit line to the material. If material is not included in 
the article’s Creative Commons licence and your intended use is not 
permitted by statutory regulation or exceeds the permitted use, you will 
need to obtain permission directly from the copyright holder. To view a 
copy of this licence, visit http://creat iveco mmons .org/licen ses/by/4.0/.

References

 1. Angeletaki F, Gkogkos A, Papazoglou E, Kloukos D. Direct 
versus indirect inlay/onlay composite restorations in pos-
terior teeth. A systematic review and meta-analysis. J Dent. 
2016;53:12–211. https ://doi.org/10.1016/j.jdent .2016.07.011.

 2. Opdam N, Frankenberger R, Magne P. From ‘direct versus 
indirect’’ toward an integrated restorative concept in the pos-
terior dentition’. Oper Dent. 2016;41:S27–34. https ://doi.
org/10.2341/15-126-LIT.

 3. Mainjot AK, Dupont NM, Oudkerk JC, Dewael TY, Sadoun 
MJ. From artisanal to CAD-CAM blocks: state of the art of 
indirect composites. J Dent Res. 2016;95:487–95. https ://doi.
org/10.1177/00220 34516 63428 6.

 4. Cetin A, Unlu N, Cobanoglu N. A five-year clinical evaluation 
of direct nanofilled and indirect composite resin restorations 
in posterior teeth. Oper Dent. 2012;38:E31–41. https ://doi.
org/10.2341/12-160-C.

 5. Collares K, Corrêa MB, Laske M, Kramer E, Reiss B, Moraes RR, 
et al. A practice-based research network on the survival of ceramic 
inlay/onlay restorations. Dent Mater. 2016;32:687–94. https ://doi.
org/10.1016/j.denta l.2016.02.006.

 6. Abduo J, Sambrook RJ. Longevity of ceramic onlays: a system-
atic review. J Esthet Restor Dent. 2018;30:193–215. https ://doi.
org/10.1111/jerd.12384 .

 7. Ruse ND, Sadoun MJ. Resin-composite blocks for dental CAD/
CAM applications. J Dent Res. 2014;93:1232–4. https ://doi.
org/10.1177/00220 34514 55397 6.

 8. Giordano R. Materials for chairside CAD/CAM-produced restora-
tions. J Am Dent Assoc. 2006;137(Suppl):14S–21S. https ://doi.
org/10.14219 /jada.archi ve.2006.0397.

 9. Otto T, Schneider D. Long-term clinical results of chairside Cerec 
CAD/CAM inlays and onlays: a case series. Int J Prosthodont 
[Internet]. 2008;21:53–9.

 10. Pallesen U, Van Dijken JWV. An 8-year evaluation of sintered 
ceramic and glass ceramic inlays processed by the Cerec CAD/
CAM system. Eur J Oral Sci. 2000;108:239–46. https ://doi.org/1
0.1034/j.1600-0722.2000.10800 3239.x.

 11. Sjogren G, Molin M, van Dijken JWV. A 10-year prospective 
evaluation of CAD/CAM-manufactured (Cerec) ceramic inlays 
cemented with a chemically cured or dual-cured resin composite. 
Int J Prosthodont. 2004;17:241–6.

 12. Krämer N, Frankenberger R. Clinical performance of bonded 
leucite-reinforced glass ceramic inlays and onlays after eight 
years. Dent Mater. 2005;21:262–71. https ://doi.org/10.1016/j.
denta l.2004.03.009.

 13. Guess PC, Schultheis S, Wolkewitz M, Zhang Y, Strub JR. Influ-
ence of preparation design and ceramic thicknesses on fracture 
resistance and failure modes of premolar partial coverage restora-
tions. J Prosthet Dent. 2013;110:264–73. https ://doi.org/10.1016/
S0022 -3913(13)60374 -1.

 14. Alves de Carvalho I, Marques T, Araújo F, Azevedo L, Donato H, 
Correia A. Clinical performance of CAD/CAM tooth-supported 
ceramic restorations: a systematic review. Int J Periodontics 
Restorative Dent. 2018;38:e68–78. https ://doi.org/10.11607 /
prd.3519.

 15. Badawy R, El-Mowafy O, Tam LE. Fracture toughness of chair-
side CAD/CAM materials—alternative loading approach for 
compact tension test. Dent Mater. 2016;32:847–52. https ://doi.
org/10.1016/j.denta l.2016.03.003.

 16. Belli R, Petschelt A, Hofner B, Hajtó J, Scherrer SS, Lohbauer 
U. Fracture rates and lifetime estimations of CAD/CAM all-
ceramic restorations. J Dent Res. 2016;95:67–73. https ://doi.
org/10.1177/00220 34515 60818 7.

 17. Archibald JJ, Santos GCJ, Santos MJMC. Retrospective clini-
cal evaluation of ceramic onlays placed by dental students. J 
Prosthet Dent. 2018;119:743–748.e1. https ://doi.org/10.1016/j.
prosd ent.2017.07.004.

 18. Lawson NC, Bansal R, Burgess JO. Wear, strength, modulus 
and hardness of CAD/CAM restorative materials. Dent Mater. 
2016;32:e275–83. https ://doi.org/10.1016/j.denta l.2016.08.222.

 19. Schlichting LH, Maia HP, Baratieri LN, Magne P. Novel-
design ultra-thin CAD/CAM composite resin and ceramic 
occlusal veneers for the treatment of severe dental erosion. J 
Prosthet Dent. 2011;105:217–26. https ://doi.org/10.1016/S0022 
-3913(11)60035 -8.

 20. Stawarczyk B, Ozcan M, Trottmann A, Schmutz F, Roos M, 
Hammerle C. Two-body wear rate of CAD/CAM resin blocks 
and their enamel antagonists. J Prosthet Dent. 2013;109:325–
32. https ://doi.org/10.1016/S0022 -3913(13)60309 -1.

 21. Phan AC, Behin P, Stoclet G, Dorin Ruse N, Nguyen J-F, Sadoun 
M. Optimum pressure for the high-pressure polymerization of 
urethane dimethacrylate. Dent Mater. 2015;31:406–12. https ://doi.
org/10.1016/j.denta l.2015.01.010.

 22. Alt V, Hannig M, Wostmann B, Balkenhol M. Fracture strength 
of temporary fixed partial dentures: CAD/CAM versus directly 
fabricated restorations. Dent Mater. 2011;27:339–47. https ://doi.
org/10.1016/j.denta l.2010.11.012.

 23. Belli R, Wendler M, de Ligny D, Cicconi MR, Petschelt A, Peter-
lik H, et al. Chairside CAD/CAM materials. Part 1: Measure-
ment of elastic constants and microstructural characterization. 
Dent Mater. 2017;33:84–98. https ://doi.org/10.1016/j.denta 
l.2016.10.009.

http://creativecommons.org/licenses/by/4.0/
https://doi.org/10.1016/j.jdent.2016.07.011
https://doi.org/10.2341/15-126-LIT
https://doi.org/10.2341/15-126-LIT
https://doi.org/10.1177/0022034516634286
https://doi.org/10.1177/0022034516634286
https://doi.org/10.2341/12-160-C
https://doi.org/10.2341/12-160-C
https://doi.org/10.1016/j.dental.2016.02.006
https://doi.org/10.1016/j.dental.2016.02.006
https://doi.org/10.1111/jerd.12384
https://doi.org/10.1111/jerd.12384
https://doi.org/10.1177/0022034514553976
https://doi.org/10.1177/0022034514553976
https://doi.org/10.14219/jada.archive.2006.0397
https://doi.org/10.14219/jada.archive.2006.0397
https://doi.org/10.1034/j.1600-0722.2000.108003239.x
https://doi.org/10.1034/j.1600-0722.2000.108003239.x
https://doi.org/10.1016/j.dental.2004.03.009
https://doi.org/10.1016/j.dental.2004.03.009
https://doi.org/10.1016/S0022-3913(13)60374-1
https://doi.org/10.1016/S0022-3913(13)60374-1
https://doi.org/10.11607/prd.3519
https://doi.org/10.11607/prd.3519
https://doi.org/10.1016/j.dental.2016.03.003
https://doi.org/10.1016/j.dental.2016.03.003
https://doi.org/10.1177/0022034515608187
https://doi.org/10.1177/0022034515608187
https://doi.org/10.1016/j.prosdent.2017.07.004
https://doi.org/10.1016/j.prosdent.2017.07.004
https://doi.org/10.1016/j.dental.2016.08.222
https://doi.org/10.1016/S0022-3913(11)60035-8
https://doi.org/10.1016/S0022-3913(11)60035-8
https://doi.org/10.1016/S0022-3913(13)60309-1
https://doi.org/10.1016/j.dental.2015.01.010
https://doi.org/10.1016/j.dental.2015.01.010
https://doi.org/10.1016/j.dental.2010.11.012
https://doi.org/10.1016/j.dental.2010.11.012
https://doi.org/10.1016/j.dental.2016.10.009
https://doi.org/10.1016/j.dental.2016.10.009


269Odontology (2021) 109:259–270 

1 3

 24. Stawarczyk B, Krawczuk A, Ilie N. Tensile bond strength of 
resin composite repair in vitro using different surface prepara-
tion conditionings to an aged CAD/CAM resin nanoceramic. Clin 
Oral Investig. 2015;19:299–308. https ://doi.org/10.1007/s0078 
4-014-1269-3.

 25. Albero A, Pascual A, Camps I, Grau-Benitez M. Compara-
tive characterization of a novel cad-cam polymer-infiltrated-
ceramic-network. J Clin Exp Dent. 2015;7:e495–500. https ://doi.
org/10.4317/jced.52521 .

 26. Sailer I, Gottnerb J, Kanelb S, Hammerle CHF. Randomized con-
trolled clinical trial of zirconia-ceramic and metal-ceramic poste-
rior fixed dental prostheses: a 3-year follow-up. Int J Prosthodont. 
2009;22:553–60.

 27. Acar O, Yilmaz B, Altintas SH, Chandrasekaran I, Johnston WM. 
Color stainability of CAD/CAM and nanocomposite resin mate-
rials. J Prosthet Dent. 2016;115:71–5. https ://doi.org/10.1016/j.
prosd ent.2015.06.014.

 28. Sen N, Us YO. Mechanical and optical properties of monolithic 
CAD–CAM restorative materials. J Prosthet Dent. 2018;119:593–
9. https ://doi.org/10.1016/j.prosd ent.2017.06.012.

 29. Goujat A, Abouelleil H, Colon P, Jeannin C, Pradelle N, Seux 
D, et al. Mechanical properties and internal fit of 4 CAD-CAM 
block materials. J Prosthet Dent. 2018;119:384–9. https ://doi.
org/10.1016/j.prosd ent.2017.03.001.

 30. Ludovichetti FS, Trindade FZ, Werner A, Kleverlaan CJ, Fon-
seca RG. Wear resistance and abrasiveness of CAD–CAM mono-
lithic materials. J Prosthet Dent. 2018;120:318.e1–8. https ://doi.
org/10.1016/j.prosd ent.2018.05.011.

 31. Matzinger M, Hahnel S, Preis V, Rosentritt M. Polishing effects 
and wear performance of chairside CAD/CAM materials. Clin 
Oral Investig. 2019;23:725–37. https ://doi.org/10.1007/s0078 
4-018-2473-3.

 32. Coldea A, Swain MV, Thiel N. Mechanical properties of polymer-
infiltrated-ceramic-network materials. Dent Mater. 2013;29:419–
26. https ://doi.org/10.1016/j.denta l.2013.01.002.

 33. Venturini AB, Prochnow C, Pereira GKR, Segala RD, Kleverlaan 
CJ, Valandro LF. Fatigue performance of adhesively cemented 
glass-, hybrid- and resin-ceramic materials for CAD/CAM mon-
olithic restorations. Dent Mater. 2019;35:534–42. https ://doi.
org/10.1016/j.denta l.2019.01.013.

 34. Coldea A, Fischer J, Swain MV, Thiel N. Damage tolerance of 
indirect restorative materials (including PICN) after simulated 
bur adjustments. Dent Mater. 2015;31:684–94. https ://doi.
org/10.1016/j.denta l.2015.03.007.

 35. Tsitrou EA, Northeast SE, van Noort R. Evaluation of the mar-
ginal fit of three margin designs of resin composite crowns using 
CAD/CAM. J Dent. 2007;35:68–73. https ://doi.org/10.1016/j.
jdent .2006.04.008.

 36. Zaghloul H, Elkassas DW, Haridy MF. Effect of incorporation 
of silane in the bonding agent on the repair potential of machin-
able esthetic blocks. Eur J Dent. 2014;8:44–52. https ://doi.
org/10.4103/1305-7456.12624 0.

 37. Fron Chabouis H, Smail Faugeron V, Attal JP. Clinical efficacy 
of composite vs ceramic for inlays and onlays manufacturing: 
a systematic review. Dent Mater. 2013;9:1209–18. https ://doi.
org/10.1016/j.denta l.2013.09.009.

 38. Grivas E, Roudsari RV, Satterthwaite JD. Composite inlays: a sys-
tematic review. Eur J Prosthodont Restor Dent. 2014;22:117–24.

 39. Zimmermann M, Koller C, Reymus M, Mehl A, Hickel R. Clinical 
evaluation of indirect particle-filled composite resin CAD/CAM 
partial crowns after 24 months. J Prosthodont. 2018;27:694–9. 
https ://doi.org/10.1111/jopr.12582 .

 40. Spitznagel FA, Scholz KJ, Strub JR, Vach K, Gierthmuehlen PC. 
Polymer-infiltrated ceramic CAD/CAM inlays and partial cov-
erage restorations: 3-year results of a prospective clinical study 

over 5 years. Clin Oral Investig. 2018;22:1973–83. https ://doi.
org/10.1007/s0078 4-017-2293-x.

 41. Hickel R, Peschke A, Tyas M, Mjör I, Bayne S, Peters M, et al. 
FDI World Dental Federation: clinical criteria for the evaluation 
of direct and indirect restorations-update and clinical examples. 
Clin Oral Investig. 2010;14:349–66. https ://doi.org/10.1007/s0078 
4-010-0432-8.

 42. Krifka S, Anthofer T, Fritzsch M, Hiller K-A, Schmalz G, Fed-
erlin M. Ceramic inlays and partial ceramic crowns: influence 
of remaining cusp wall thickness on the marginal integrity and 
enamel crack formation in vitro. Oper Dent. 2009;34:32–42. https 
://doi.org/10.2341/08-34.

 43. Boeckler A, Boeckler L, Eppendorf K, Schaller H-G, Gernhardt 
CR. A prospective, randomized clinical trial of a two-step self-
etching vs two-step etch-and-rinse adhesive and SEM margin 
analysis: four-year results. J Adhes Dent. 2012;14:585–92. https 
://doi.org/10.3290/j.jad.a2779 6.

 44. Morimoto S, De Sampaio FBWR, Braga MM, Sesma N, Özcan M. 
Survival rate of resin and ceramic inlays, onlays, and overlays: a 
systematic review and meta-analysis. J Dent Res. 2016;95:985–94. 
https ://doi.org/10.1177/00220 34516 65284 8.

 45. Taschner M, Krämer N, Lohbauer U, Pelka M, Breschi L, Petschelt A, 
et al. Leucite-reinforced glass ceramic inlays luted with self-adhesive 
resin cement: a 2-year in vivo study. Dent Mater. 2012;28:535–40. 
https ://doi.org/10.1016/j.denta l.2011.12.002.

 46. Peumans M, Voet M, De Munck J, Van Landuyt K, Van Ende A, 
Van Meerbeek B. Four-year clinical evaluation of a self-adhesive 
luting agent for ceramic inlays. Clin Oral Investig. 2013;17:739–
50. https ://doi.org/10.1007/s0078 4-012-0762-9.

 47. Thordrup M, Isidor F, Hörsted-Bindslev P. A one-year clini-
cal study of indirect and direct composite and ceramic 
inlays. Scand J Dent Res. 1994;102:186–92. https ://doi.
org/10.1111/j.1600-0722.1994.tb011 77.x.

 48. van de Sande FH, Collares K, Correa MB, Cenci MS, Demarco 
FF, Opdam N. Restoration survival: revisiting patients’ risk factors 
through a systematic literature review. Oper Dent. 2016;41:S7–26. 
https ://doi.org/10.2341/15-120-LIT.

 49. Demarco FF, Correa MB, Cenci MS, Moraes RR, Opdam NJM. 
Longevity of posterior composite restorations: not only a matter of 
materials. Dent Mater. 2012;28:87–101. https ://doi.org/10.1016/j.
denta l.2011.09.003.

 50. Nedeljkovic I, Teughels W, De Munck J, Van Meerbeek B, Van 
Landuyt KL. Is secondary caries with composites a material-based 
problem? Dent Mater. 2015;31:e247–77. https ://doi.org/10.1016/j.
denta l.2015.09.001.

 51. Mota EG, Smidt LN, Fracasso LM, Burnett LH, Spohr AM. The 
effect of milling and postmilling procedures on the surface rough-
ness of CAD/CAM materials. J Esthet Restor Dent. 2017;29:450–8. 
https ://doi.org/10.1111/jerd.12326 .

 52. Mörmann WH, Stawarczyk B, Ender A, Sener B, Attin T, Mehl A. 
Wear characteristics of current aesthetic dental restorative CAD/
CAM materials: two-body wear, gloss retention, roughness and 
Martens hardness. J Mech Behav Biomed Mater. 2013;20:113–25. 
https ://doi.org/10.1016/j.jmbbm .2013.01.003.

 53. Santos MJMC, Freitas MC, Azevedo LM, Santos GC, Navarro 
MF, Francischone CE, et al. Clinical evaluation of ceramic inlays 
and onlays fabricated with two systems: 12-year follow-up. Clin 
Oral Investig. 2016;20:1683–90. https ://doi.org/10.1007/s0078 
4-015-1669-z.

 54. Arocha MA, Basilio J, Llopis J, Di Bella E, Roig M, Ardu S, 
et al. Colour stainability of indirect CAD–CAM processed com-
posites vs conventionally laboratory processed composites after 
immersion in staining solutions. J Dent. 2014;42:831–8. https ://
doi.org/10.1016/j.jdent .2014.04.002.

 55. Lauvahutanon S, Shiozawa M, Takahashi H, Iwasaki N, Oki M, 
Finger WJ, et al. Discoloration of various CAD/CAM blocks after 

https://doi.org/10.1007/s00784-014-1269-3
https://doi.org/10.1007/s00784-014-1269-3
https://doi.org/10.4317/jced.52521
https://doi.org/10.4317/jced.52521
https://doi.org/10.1016/j.prosdent.2015.06.014
https://doi.org/10.1016/j.prosdent.2015.06.014
https://doi.org/10.1016/j.prosdent.2017.06.012
https://doi.org/10.1016/j.prosdent.2017.03.001
https://doi.org/10.1016/j.prosdent.2017.03.001
https://doi.org/10.1016/j.prosdent.2018.05.011
https://doi.org/10.1016/j.prosdent.2018.05.011
https://doi.org/10.1007/s00784-018-2473-3
https://doi.org/10.1007/s00784-018-2473-3
https://doi.org/10.1016/j.dental.2013.01.002
https://doi.org/10.1016/j.dental.2019.01.013
https://doi.org/10.1016/j.dental.2019.01.013
https://doi.org/10.1016/j.dental.2015.03.007
https://doi.org/10.1016/j.dental.2015.03.007
https://doi.org/10.1016/j.jdent.2006.04.008
https://doi.org/10.1016/j.jdent.2006.04.008
https://doi.org/10.4103/1305-7456.126240
https://doi.org/10.4103/1305-7456.126240
https://doi.org/10.1016/j.dental.2013.09.009
https://doi.org/10.1016/j.dental.2013.09.009
https://doi.org/10.1111/jopr.12582
https://doi.org/10.1007/s00784-017-2293-x
https://doi.org/10.1007/s00784-017-2293-x
https://doi.org/10.1007/s00784-010-0432-8
https://doi.org/10.1007/s00784-010-0432-8
https://doi.org/10.2341/08-34
https://doi.org/10.2341/08-34
https://doi.org/10.3290/j.jad.a27796
https://doi.org/10.3290/j.jad.a27796
https://doi.org/10.1177/0022034516652848
https://doi.org/10.1016/j.dental.2011.12.002
https://doi.org/10.1007/s00784-012-0762-9
https://doi.org/10.1111/j.1600-0722.1994.tb01177.x
https://doi.org/10.1111/j.1600-0722.1994.tb01177.x
https://doi.org/10.2341/15-120-LIT
https://doi.org/10.1016/j.dental.2011.09.003
https://doi.org/10.1016/j.dental.2011.09.003
https://doi.org/10.1016/j.dental.2015.09.001
https://doi.org/10.1016/j.dental.2015.09.001
https://doi.org/10.1111/jerd.12326
https://doi.org/10.1016/j.jmbbm.2013.01.003
https://doi.org/10.1007/s00784-015-1669-z
https://doi.org/10.1007/s00784-015-1669-z
https://doi.org/10.1016/j.jdent.2014.04.002
https://doi.org/10.1016/j.jdent.2014.04.002


270 Odontology (2021) 109:259–270

1 3

immersion in coffee. Restor Dent Endod. 2017;42:9. https ://doi.
org/10.5395/rde.2017.42.1.9.

 56. Kim S-J, Woo J-M, Jo CW, Park J-H, Kim SK, Kahm SH. Color 
changes of ceramic veneers following glazing with respect to 
their composition. J Adv Prosthodont. 2019;11:16–22. https ://
doi.org/10.4047/jap.2019.11.1.16.

 57. Dukic W, Dukic OL, Milardovic S, Delija B. Clinical evalua-
tion of indirect composite restorations at baseline and 36 months 
after placement. Oper Dent. 2010;35:156–64. https ://doi.
org/10.2341/09-133-C.

 58. Krämer N, Reinelt C, Richter G, Frankenberger R. Four-year clini-
cal performance and marginal analysis of pressed glass ceramic 
inlays luted with ormocer restorative vs conventional luting com-
posite. J Dent. 2009;37:813–9. https ://doi.org/10.1016/j.jdent 
.2009.04.002.

 59. Sjogren G, Molin M, van Dijken JW. A 5-year clinical evaluation 
of ceramic inlays (Cerec) cemented with a dual-cured or chemi-
cally cured resin composite luting agent. Acta Odontol Scand. 
1998;56:263–7. https ://doi.org/10.1080/00016 35984 28428 .

 60. Thompson JY, Bayne SC, Heymann HO. Mechanical proper-
ties ceramic for CAD/CAM of a new mica-based restorations. 
J Prosthet Dent. 1996;76:619–23. https ://doi.org/10.1016/S0022 
-3913(96)90440 -0.

 61. Berg NG, Derand T. A 5-year evaluation of ceramic inlays 
(CEREC). Swed Dent J. 1997;21:121–7.

 62. Gladys S, Van Meerbeek B, Inokoshi S, Willems G, Braem 
M, Lambrechts P, et al. Clinical and semiquantitative marginal 
analysis of four tooth-coloured inlay systems at 3 years. J Dent. 
1995;23:329–38. https ://doi.org/10.1016/0300-5712(95)98768 -x.

 63. van Dijken JW. A 6-year evaluation of a direct composite resin 
inlay/onlay system and glass ionomer cement-composite resin sand-
wich restorations. Acta Odontol Scand. 1994;52:368–76. https ://
doi.org/10.3109/00016 35940 90290 34.

 64. Pallesen U, Qvist V. Composite resin fillings and inlays. An 
11-year evaluation. Clin Oral Investig. 2003;7:71–9. https ://doi.
org/10.1007/s0078 4-003-0201-z.

 65. Beier US, Kapferer I, Burtscher D, Giesinger JM, Dumfahrt H. 
Clinical performance of all-ceramic inlay and onlay restorations 
in posterior teeth. Int J Prosthodont. 2012;25:395–402.

Publisher’s Note Springer Nature remains neutral with regard to 
jurisdictional claims in published maps and institutional affiliations.

https://doi.org/10.5395/rde.2017.42.1.9
https://doi.org/10.5395/rde.2017.42.1.9
https://doi.org/10.4047/jap.2019.11.1.16
https://doi.org/10.4047/jap.2019.11.1.16
https://doi.org/10.2341/09-133-C
https://doi.org/10.2341/09-133-C
https://doi.org/10.1016/j.jdent.2009.04.002
https://doi.org/10.1016/j.jdent.2009.04.002
https://doi.org/10.1080/000163598428428
https://doi.org/10.1016/S0022-3913(96)90440-0
https://doi.org/10.1016/S0022-3913(96)90440-0
https://doi.org/10.1016/0300-5712(95)98768-x
https://doi.org/10.3109/00016359409029034
https://doi.org/10.3109/00016359409029034
https://doi.org/10.1007/s00784-003-0201-z
https://doi.org/10.1007/s00784-003-0201-z

	One-year clinical performance of lithium disilicate versus resin composite CADCAM onlays
	Abstract
	Introduction
	Materials and methods
	Study group
	Restorative procedure
	Build-up
	Tooth preparation
	Onlay luting

	Clinical evaluation of the restorations
	Scanning electron microscopic analysis (SEM)
	Statistical analysis

	Results
	Comparison of the performance of both CADCAM indirect restorative materials
	Baseline versus 1-year evaluation for each CADCAM indirect restorative material
	SEM results

	Discussion
	Acknowledgements 
	References




